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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Dongyu Xie
Approved Signatory

Client Name: KUNSUN POLYMER MATERIAL（FUJIAN）CO., LTD.
Client Address: Petrochemical light industry community,Wangchuan Town,Hui an County,Quanzhou 

City,China

Sample Name: TPU
The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: XMP25-005891
Sample Receiving Date: Dec 24, 2025
Testing Period: Dec 24, 2025 ~ Jan 06, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).

Test Requirement Conclusion
Phthalates See Results
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Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A3 CAN25-0323134-0001.C003 Colorless transparent grains

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Phthalates

Test Method: With reference to IEC 62321-8:2017, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) MDL A3

Diisononyl Phthalate (DINP) 28553-12-0 
/68515-48-0 mg/kg 50 ND

Di-n-Octyl Phthalate(DNOP) 117-84-0 mg/kg 50 ND

Diisodecyl Phthalate (DIDP) 26761-40-0 
/68515-49-1 mg/kg 50 ND

Di-n-Hexyl Phthalate(DnHP) 84-75-3 mg/kg 50 ND
Dicyclohexyl Phthalate(DCHP) 84-61-7 mg/kg 50 ND
Dibenzyl Phthalate(DBzP) 523-31-9 mg/kg 50 ND
Diallyl Phthalate(DAP) 131-17-9 mg/kg 50 ND
Bis(2-n-butoxyethyl)Phthalate(DBEP) 117-83-9 mg/kg 50 ND
Bis(4-methyl-2-pentyl)Phthalate(BMPP) 146-50-9 mg/kg 50 ND
Bis(2-ethoxyethyl)Phthalate(DEEP) 605-54-9 mg/kg 50 ND
1,2-Benzenedicarboxylic Acid,Dipentyl 
Ester,Branched and Linear(DPP) 84777-06-0 mg/kg 50 ND

1,2-benzenedicarboxylic Acid,dihexyl 
ester branched and linear(DHxP) 68515-50-4 mg/kg 50 ND

Acetyl Tributyl Citrate(ATBC) 77-90-7 mg/kg 50 ND
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA
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Sample Photo:

CAN25-0323134-0001.C003

SGS authenticate the photo on original report only
*** End of Report ***
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